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R96-975 50. 55. 0.007
V

R96-975 55. 60. 0.013
R96-975 60. 65. 0.024
R96-975 65. 70. 0.050
R96-975 70. 75. 0.017
R96-975 75. 80. 0.018
R96-975 80. 85. 0.007
R96-975 85. 90. 0.016
R96-975 90. 95. 0.014
R96-975 95. 100. 0.049
R96-975 100. 105. 0.031
R96-975 105. 110. 0.012
R96-975 110. 115. 0.032
R96-975 115. 120. 0.014
R96-975 120. 125. 0.028
R96-975 125. 130. 0.014
R96-975 130. 135. 0.065
R96-975 135. 140. 0.062
R96-975 140. 145. 0.037
R96-975 145. 150. 0.020
R96-975 150. 155. 0.007
R96-975 155. 160. 0.001
R96-975 160. 165. 0.007
R96-975 165. 170. 0.009
R96-975 170. 175. 0.032
R96-975 175. 180. 0.008
R96-975 180. 185. 0.004
R96-975 185. 190. 0.002
R96-975 190. 195. 0.004
R96-975 195. 200. 0.013
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1 AuGrav Gold (Grav.) 40

REFERENCE:
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LOWER

DETECTION LIMIT EXTRACTION METHOD

0.005 OPT FIRE ASSAY FIRE ASSAY

SAMPLE TYPES NUMBER
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SIZE FRACTIONS NUMBER

4 AS RECEIVED 40

SAMPLE PREPARATIONS NUMBER
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REPORT COPIES TO: MR. ROD J. MACLEOD INVOICE TO: MR. ROD J. MACLEOD

Bondar-Clegg & Company Ltd.
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Province of British Columbia

Bondar Clegg 
Inchcape Testing Services 

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

NUMB ER OF LOWER 
ORDER ELEMENT ANAL YSES DETECTION LIMIT EXTRACTION 

AuG rav Gold (Grav.) 40 0.005 OPT FIRE ASSAY 

REFE RENCE: 

SUBMITTED BY: UNKNOWN 
DATE PRINTED: 29 -DEC-96 

METHOD 

FIRE ASSAY 

Certificate 
of 
Analysis 

SAMP LE TYPES NUMBER SIZE FRACTIONS NUMBER SAMP LE PREPARATIONS NUMBER 

P PREPARED PULP 40 4 AS RECE IVED 

REPORT COPIES TO: MR. ROD J. MACLEOD 

Bondar-Clegg & Company Ltd . 

40 HOMOGENIZING 
AS RECEIVED 

INVOICE TO: MR. ROD J. MACLEOD 

40 
40 

130 Pembenon Avenue, North Vancouve r, B.C., V7 P 2R5, Canada 

Tel: (604) 985-068 1, Fax: (604) 985- 107 1 Registered Assayer. Province of British Columbia 



Bondar Clegg
Inchcape Testing Services

Certificate
of
Analysis

CLIENT: BROHM MINING CORPORATION 

REPORT: V96-02244.4 ( COMPLETE )

PROJECT: NONE GIVEN 

DATE PRINTED: 29-DEC-96 PAGE 1

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

P4 R96-975 0-5 <0.005

P4 R96-975 5-10 <0.005

P4 R96-975 10-15 <0.005

P4 R96-975 15-20 <0.005

P4 R96-975 20-25 <0.005

P4 R96-975 25-30 <0.005

P4 R96-975 30-35 <0.005

P4 R96-975 35-40 <0.005

P4 R96-975 40-45 <0.005

P4 R96-975 45-50 0.008

P4 R96-975 50-55 <0.005

P4 R96-975 55-60 0.013

P4 R96-975 60-65 0.025

P4 R96-975 65-70 0.048

P4 R96-975 70-75 0.014

P4 R96-975 75-80 0.020

P4

P4

R96-975

R96-975

80-85

85-90

0.007

0.021 y ••

P4 R96-975 90-95 0.012

P4 R96-975 95-100 0.060

P4 R96-975 100-105 0.033

P4 R96-975 105-110 0.015

P4 R96-975 110-115 0.032

P4 R96-975 115-120 0.017

P4 R96-975 120-125 0.042

P4 R96-975 125-130 0.028

P4 R96-975 130-135 0.090

P4 R96-975 135-140 0.074

P4 R96-975 140-145 0.056 f-'

P4 R96-975 145-150 0.022

P4 R96-975 150-155 0.018

P4 R96-975 155-160 <0.005

P4 R96-975 160-165 0.009

P4 R96-975 165-170 0.011

P4 R96-975 170-175 0.042

P4 R96-975 175-180 0.016

P4 R96-975 180-185 0.008

P4 R96-975 185-190 <0.005

P4 R96-975 190-195 0.008

P4 R96-975 195-200 0.033
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ELEMENT AuGrav 
UNITS OPT 

P4 R96 -975 0-5 
P4 R96-975 5-10 
P4 R96-975 10-15 
P4 R96-975 15-20 
P4 R96-975 20-25 

P4 R96-975 25-30 
P4 R96-975 30 -35 
P4 R96-975 35 -40 
P4 R96-975 40-45 
P4 R96 -975 45-50 

P4 R96-975 50-55 
P4 R96-975 55-60 
P4 R96 -975 60-65 
P4 R96 -975 65-70 
P4 R96-975 70-75 

P4 R96 -975 75 -80 
P4 R96 -975 80-85 
P4 R96 -975 85 -90 
P4 R96 -975 90-95 
P4 R96 -975 95 - 100 

P4 R96-975 100-105 
P4 R96 -975 105-110 
P4 R96 -975 110-115 
P4 R96 -975 115-120 
P4 R96 -975 120-125 

P4 R96-975 125-130 
P4 R96 -975 130-135 
P4 R96 -975 135-140 
P4 R96-975 140-145 
P4 R96 -975 145-150 

P4 R96-975 150-155 
P4 R96-975 155- 160 
P4 R96-975 160-165 
P4 R96 -975 165-170 
P4 R96 -975 170-175 

P4 R96 -975 175 -1 80 
P4 R96-975 180- 185 
P4 R96 -975 185 - 190 
P4 R96 -975 190- 195 
P4 R96 -975 195- 200 

<0.005 
<0.005 
<0.005 
<0.005 
<0.005 

<0.005 
<0.005 
<0.005 
<0 .005 
0.008 

<0.005 
0.013 
0.025 
0.048 
0.014 

0.020 
0.007 
0.021 
0.012 
0.060 

0.033 
0.015 
0.032 
0.017 
0.042 

0.028 
0.090 
0.074 
0.056 
0.022 

0.018 
<0.005 
0.009 
0.011 
0.042 

0.016 
0.008 

<0 .005 
0.008 
0.033 
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CLIENT: BROHM MINING CORPORATION 

REPORT: V96-02244.4 ( COMPLETE )

STANDARD ELEMENT AuGrav

NAME UNITS OPT

AU 0.3 0.295

Number of Analyses 1

Mean Value 0.2946

Standard Deviation 

Accepted Value 0.292

ANALYTICAL BLANK <0.005

Number of Analyses 1

Mean Value 0.0025

Standard Deviation 

Accepted Value <0.001

PROJECT: NONE GIVEN
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Bondar Clegg 
Inchcape Testing Services 

CLIENT: BROHM MINING CORPORATION 
V96-02244.4 ( COMPLETE ) 

ELEMENT AuGrav 
UNITS OPT 

AU 0.3 0.295 
Number of Analyses 1 
Mean Value 0.2946 
Standard Deviation 
Accepted Value 

ANALYTICAL BLANK 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

0.292 

<0.005 
1 

0.0025 

<0.001 

Bondar-Ckgg & Company Ltd. 
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Tel : (604) 985-0681, Fax: (604) 985- 107 1 Registered Assayer. Province of British Columbia 



H Bondar Clegg
= Inchcape Testing Services
CLIENT: BROHM MINING CORPORATION 

REPORT: V96-02244.4 ( COMPLETE )

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

R96-975 25-30 <0.005

Duplicate <0.005

R96-975 85-90 

Duplicate

0.021
0.023

R96-975 140-145 

Duplicate

0.056

0.049
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Bondar Clegg 
Inchcape Testing Services 

Certificate 
of 
Analysis 

CLIENT: BROHM MINING CORPORATION 
REPORT: V96-02244.4 ( COMPLETE ) 

SAMPLE 
NUMBER 

R96 -975 25-30 
Duplicate 

R96-975 85-90 
Duplicate 

R96-975 140-145 
Duplicate 

ELEMENT AuGrav 
UNITS OPT 

<0.005 
<0.005 

0.021 l 
0.023 

0.056 1 
0.049 
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Bondar Clegg
Inchcape Testing Services

BROHM MINING CORPORATION 
MR. ROD J. MACLEOD 
P.O. BOX 485 
DEADWOOD, SD 57732

Bondar-CIegg & Company Ltd. 
130 Pemberton Avenue 
North Vancouver, British Columbia 
V7P 2R5
Tel: (604) 985-0681 
Fax: (604) 985-1071

Invoice : V136816, Page 1

Date ,, : 30-DEC-96

Report No: V96-02244.4 
Project : NONE GIVEN 
Reference:

40 Analyses of Gold (Grav.) at $ 6.66 $ 266.40
Subtotal $ 266.40 $ 266.40

Sample Preparation 'e • - -

40 Samples of HOMOGENIZING at $ 0.17 $ 6.80
40 Samples of AS RECEIVED at $ 0.00 $ 0.00

Subtotal $ 6.80 $ 6.80

Invoice Total:

fo-9?S O - cJao

$ 273.20 U.S.

^0 t> ? o /o
, (413'h/eu))
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

'· 
• 

Bondar Clegg 
Inchcape Testing Services 

BROHM MINING CORPORATION 
MR. ROD J. MACLEOD 
P.O. BOX 485 
DEADWCXJD, SD 57732 

40 Analyses of Gold (Grav.) 
Subtotal 

Sample Preparation 
40 Samples of HOMOGENIZING 
40 Samples of AS RECEIVED 

Subtotal 

at$ 

at $ 
at $ 

Invoice Total: 

lr&-'11'> 0- c/"D 

Invoice V136816, 

Bondar-Clegg & Company Ltd. 
130 Pemberlon Avenue 
Norlh Vancouver, Brilish Columbia 
V7P 2R5 
Tel: (604) 985-0681 
Fax: (604) 985-1071 

Page 1 

Date 30-DEC-96 

Report No: V96-02244.4 
Project NONE GIVEN 
Reference: 

6.66 $ 266.40 
$ 266.40 $ 266.40 

0.17 $ 6.80 
o.oo $ o.oo 

$ 6.80 $ 6.80 

$ 273.20 u.s. 
--------------
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



IFAXSF:: 604-935-1071 At 24-DEC-1996 12:17 Page

Bondar Clegg
Inchcape Testing Services

CLIENT: BROHM MINING CORPORATION

SAMPLE

NUMBER

P4 R96-975

-02244.4 ( COMPLETE )

ELEMENT AuGrav

UNITS on
0-5 <0.005

5-10 <0.005

10-15 <0.005

15-20 <0.005

20-25 <0.005

25-30 <0.005

30-35 <0,005

35-40 <0.005

40-45 <0.005

45-50 0,008

50-55 <0.005

55-60 0.013

60-65 0.025"

65-70 0.048 1

70-75 0.014

75-80 0.020

80-65 0.007

85-90 0.021

90-95 0.012

95-100 0.060

100-105 0.033

105-110 0.015

110-115 0.032

115-120 0.017

120-125 0.042

125-130 0.028

130-135 0.090

135-140 0.074

140-145 0.056

145-150 0.022_

150-155 0.018?

155-160 <0.005 >

160-165 0.009

165-170 0.011

170-175 0.042

175-180 0.016

180-185 0.008

185-190 <0.005

190-195 0.008

195-200 0.033

ko - IQo
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W Bondar Clegg 
~ Inchcape Testing Services 

CLIENT: BROBM MINING CORPORATION 
REPORT: V96-02244.4 ( COMPLETE J 

SAMPLE ELEMENT AuGrav 
NUMBER UNITS OPT 

P4 R96-975 0-5 <0.005 
f4 R96-975 5-10 <0,005 
P4 R96-975 10-15 <0.005 
f4 R96-975 15-20 <0,005 
P4 P.96-975 20-25 <0.005 

P4 R96-975 25-30 <0.005 
f4 R96-975 30-35 <0.005 
P4 R96-975 35-40 <0.005 
f4 R96-975 40-45 <0.005 
f4 R96-975 45-50 0.008 

P4 R96-9?5 50-55 <0,005 
P4 R96-975 55-60 0.013 
P4 R96-975 60-65 0.025 
P4 R96-975 65-70 0,048 
P4 R96-975 70-75 0.014 

f4 R96-975 75-80 0,020 
P4 R96-975 80-85 0.007 
P4 R96-975 85-90 0.021 
f4 R96-975 90-95 0.012 
P4 R96-975 95-100 0.060 

f4 R96-975 100-105 0.033 
P4 R96-975 105-110 0.015 
f4 R96-975 110-115 0.032 
P4 R96-975 115-120 0.017 
P4 R96-97S 120-125 0.042 

f4 R96-975 125-130 0.028 
P4 R96-975 130-135 0.090 
f4 R96-975 135-140 0.074 
P4 R96-975 140-145 0.056 
P4 R96-975 145-150 0.022 

P4 R96-975 150-155 0.018 
P4 R96-975 155-160 <0.005 
P4 R96-975 160-165 0.009 
P4 R96-975 165-170 0.011 
P4 R96-975 170-175 0.042 

P4 R96-975 175-180 0.016 
f4 R96-975 180-185 0.008 
f4 R96-975 185-190 <0.005 
P4 R96-975 190-195 0.008 
f4 R96-975 195-200 0,033 
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